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zhejiang lianhe electronics co,.Itd

NO.8 chuangxin road , yueqing bay port zone , yueqing city, zhejiang

The following sample(s) was/were submitted and identified on behalf of the clients as : Terminal pin

SGS Job No. : SP21-013321 - SH

Model No. : xh

Client Ref. Information : See the attachment

Date of Sample Received : 08 May 2021

Testing Period : 08 May 2021 - 12 May 2021

Test Requested : Selected test(s) as requested by client.

Test Method : Please refer to next page(s).

Test Results : Please refer to next page(s).

Conclusion : Based on the performed tests on submitted sample(s), the results of Cadmium,

Lead, Mercury, Hexavalent chromium do not exceed the client’s limit.

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd.

scan to see the report

Jory Lan

Jenny Lan
Approved Signatory

SHAEC2 108?46203
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Test Results :

Test Part Description :

Specimen No. SGS Sample ID Description
SN1 SHA21-087462.001  Silvery metal

Remarks :
(1) 1 mg/kg = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected ( < MDL )
(4) "-" = Not Regulated

Cadmium(Cd).Lead(Pb),Mercury(Hg).Hexavalent Chromium(Cr(V1))

Test Method :  With reference to IEC 62321-4:2013+AMD1:2017, IEC62321-5:2013 and IEC62321-7-1:2015,
analyzed by ICP-OES and UV-Vis.

Test Item(s) Limit Unit MDL 001
Cadmium (Cd) 75 mg/kg 2 ND
Lead (Pb) 600 mg/kg 2 11
Mercury (Hg) 600 mg/kg 2 ND
Hexavalent Chromium (Cr(VI))¥ - pg/cm? 0.10 ND
Notes :

(1) The maximum permissible limit is quoted from the client requirement.
IEC 62321 series is equivalent to EN 62321 series
https://www.cenelec.eu/dyn/www/f?p=104:30:1742232870351101::::FSP_ORG_ID,FSP_LANG_ID:12586
37,25
(2) v = a. The sample is positive for CrVI if the CrVI concentration is greater than 0.13 pg/cm?. The
sample coating is considered to contain CrVI
b. The sample is negative for CrVI if CrVI is ND (concentration less than 0.10 pyg/cm?). The coating is
considered a non-CrVI based coating
c. The result between 0.10 pg/cm? and 0.13 pg/cm? is considered to be inconclusive - unavoidable coating
variations may influence the determination

Information on storage conditions and production date of the tested sample is unavailable

and thus Cr(VI) results represent status of the sample at the time of testing.

Unless otherwise agreed in wntmg !ms documsnl is issued by the Company subject to its General Conditions of Service printed
overleaf, available on tora at hitp://www.sgs.com/en/Terms-and-Conditions.aspx and, for elecironic format documents,
subject to Terms and Condi(lons for EIeclronlE—Documenm at jg www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx.
Attention is drawn to the limitation of liability, indemnification and jurisdiction Issues defined therein. Any holder of this document is
advised that information contained hereon reflects the Company’s findings at the time of its intervention only and within the limits of
Client's instructions, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties to a
i transaction from axercising all their rights and obligations under the transaction documents. This document cannot be reproduced
il 1 W e except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or

Y

> = appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise stated the
1) Inspection &Testmg Services ;r‘ results shown in this test report refer onFy to the sample(s)lssted
by Attention: To check the authenticity of testing finspection report & certificate, please contact us at telephone: (86-755) 8307 1443,
3 or email: CN.Doccheck@sgs.com

L% |3“Buikding,No.889 Yishan Road Xuhui Distict Shanghai China 200233 {E&E (86-21) 61402553 {EAE (86-21)64053670  www.sgsgroup.com.cn
I - il - TR ELKS89S3SH:  #E%: 200233 tHL(86-21)61402594 fHL (86-21)61156899  © sgs.china@sgs.com
|

Member of the SGS Group (SGS SA)



Test Report No. SHAEC2108746203 Date: 12 May 2021 Page 3 of 6

Attachment

1.0. SH. SHD. 1.25. 51021. DF14. DF13. GH: ZH: PH: PHB: PA. PHSD.
DF11. C1251. 51047. A1146. FI-5. PHD. YHD200. PA. SMP. SMW. SMH.
SMH200. SMH200-H. YH200. 20039WRs dubang 2.0, XH/TJC3. XA, HA. ¥HB. XHD.
¥HE. EH: El: S4P. 5263. 5264. 5267, 5268. SZM. SAN. SCN. SCHND. JC15.
JC20» JC25. 5102. 5240. SMH250. SMP250. SMW250. 25048HS. 25045HP. SM-
TJCE, dubang 2.54. TJCBA: dubang-5. TJCEB. TJCBH. 5051. 2510, MSM. 43640,
43645, 43020. 43025, 5500, 5600. WVH. WHRR: YH396. VHR. 35156. 2139, 3.96.
90331, 5195. 5196, 39612. FL. HA547. HA59. B56G. 5569, SL,» RV42. EL, YL,
EL. 8981, D4P. 5058. 508, L62. VL. VLPNVLR. TJCZ2. TJC2A, TJC2B. TJC4.
TJC1. 1806, MX3.0. 1.58. 51005. 51006. BH3.5. BH4.0. 63080, 51004. TJC15.
A4203. CLO14. OTP. MEH. SMF. Cy-X201. 35108. 35150. 35151, 35224, 35180
35965, 42021. 42022, 42002. 35955, SA. SCS. 35189. 35196, CH10. CH2.A6. 543,
SLP. 5LR. YHL200. YWL500. FFC. FPC. 20030. 250, LGC. 511, YHO025. 35155
25415, 5197, 5198. 110, 2.8, 6.3, SCS

MHs XHOQ. 42474, 42475, QH. MV, 50300, &0301. 5025, 3191. 51989. S5TVA.
YHL&00. YWWLA00. FOO1. FO0Z2. D440. DBO0. DE20. D700. D220. D230, D250
D480. D&20. D280. D630. D430. D400. D450, U-T. F1001-T. SIN-T. 774, 773
778, 294, TU-JTK(SV): TUSNB). TO-JTK([EV). MDD. FDD. TG-JT. IDC. AUTO.
CONMMECTOR. DJ70. OTO4. DTOG. UY/MKT. UY2/KZ. URMKI. URZ. UB/MK4A. UB2ZA.
UGKSE: WMR/MKE. UIB/KS: HIKTI10. UDW2Z. 314, AL001. A5002. MCA00. FPCZ.54.
SGM. PHR: ZHR. 205. 52. C1801. C1802. 2060. A5003. ME0O20. MEO10.
FPC/FFC. B2541, 1971845, 1971846, 2232043. 2232044, 2232511. 1971835,
1971896, JWPF. 5Y. Molex1.5. MED100. RAST. A5004. DV. SJM. SDN. 35182,
35524, RCY. LC, VH. 53HJ: SHL. DF13. ACH. IL-Z. SATA. XSR. SUR. SUH.
ZE. ZND. ZPD. SFH. PUD. AMP2.0. 35507. DF3. PMND. RE. RA. EF. SYP/SYR.
HIF3. MC100/MEOD20/MED10. F25471. AL005. AL006. AS007V. A2509. AZ5010. AZ5011.
A25012, B13001. BYE201. VHB. WHC. VHD

1969738, 1969740, 1971645, 1971846, 1971835, 1971896, 1971946 thru 1971949, 1971954 thru
1971957, 2232008 thru 2232011, 2232000 thru 2232003, 2232016 thru 2232019, 1371962 thru
1971965, 2232024 thru 2232027, 2232289 thru 2232292, 2232043 thru 2232074, 2232298 thru
2232301, 22325711, 2232532, 2232557, 2232540, 2232560, 2232562, 2232563, 2232565, 2232566,
2232568, 2232569, 2232571, 2232572, 2232574, 2232575, 2232577, 2232578, 2232580, 2232581,
2232583, 2232584, 2232586, 2232587, 2232589, 2232590, 2232532, 2232593, 2232595, 2232596,
2232598, 2232599, 2232601, 2232602, 2232604, 2232605, 2232607, 2232608, 2232611 thru
2232682, 2292457, 2292458,
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ATTACHMENTS

Elements (IEC62321) Testing Flow Chart

1) These samples were dissolved totally by pre-conditioning method according to below flow chart.

Sample Preparation

v

Sample Measurement

\4

Acid digestion with
microwave/ hotplate

v

Filtration

v v

Solution Residue

'

1) Alkali Fusion / Dry
Ashing
2) Acid to dissolve

4
ICP-OES/AAS

v

DATA
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ATTACHMENTS
Hexavalent Chromium (Cr(VI)) Testing Flow Chart

Sample Preparation

v

Sample Measurement

v v

Nonmetallic Metallic
material material
ABS/PC/PVC Others ¥
Boiling water
+ + extraction
Dissolving by Digesting at 3
ultrasonication 150~160°C
¥ ¥ Adding 1,5-
diphenylcarba
Digesting at Separating to zide for color
60°C by get aqueous development
ultrasonication phase *
| I
v UV-Vis
pH adjustment +
v DATA
Adding 1,5-

diphenylcarbazide for
color development

v
UV-Vis
v
DATA
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Sample photo:

SHA21-087462.001

SGS authenticate the photo on original report only

*** End of Report ***
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